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AT RSk Stk by ¥ SRR AT R4t B #E 3 (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

# 487 (Sample Submitted By) T B WEB T ¥Ry A RS (NAN YA PLASTICS CORP.)

#hb 4% 35 (Sample Description) T 4FEFEAR(Q-BOXAR) SMART PVC KNOCKDOWN FURNITURE PLATES

A5k (Style/Iten No.) 1 #3EJ
¥ 8 #7(Sample Receiving Date) : 2018/01/15
3 A B (Testing Period) v 2018/01/15 TO 2018/01/22

R4 R (Test Results) ¥4 M T—B (Please refer to following pages).

Tro angy May
Signed for and on\haigf
SGS TAIWAN LTD.

Chemical Laboratory - Taipei
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B Test Results

B3R 3% 4 (PART NAME)No. 1

& &8 (WHITE PLASTIC)

E# (Page): 2 of 8

OO

A B L ¥iia RIRF % i;%}!;%ﬁ:}d (R:iﬁ t)
(Test Items) (Unit) (Method) GIDL) o1
4% / Cadmium (Cd) mg/kg |£#IEC 62321-5 (2013) > SR Eied B 2 n. d.
BRFHESAEMKR. / With
reference to IEC 62321-5 (2013) and
performed by ICP-AES.
£ / Lead (Pb) mg/kg | &#TEC 62321-5 (2013) » B BisA T 2 n. d.
BB S R¥A&MR. / With
reference to IEC 62321-5 (2013) and
performed by ICP-AES.
& / Mercury (Hg) mg/kg | £#1EC 62321-4 (2013) » R ELZA T 2 n.d.
R FHHARGERR. / With
reference to IEC 62321-4 (2013) and
performed by ICP-AES.
»<f84% / Hexavalent Chromium Cr(VI) mg/kg | £#IEC 62321-7-2 (2017) » ;AUV-VIS#: 8 n. d.
B, / With reference to IEC 62321-7-
2 (2017) and performed by UV-VIS.
BER—_FEE TR FA / BBP (Butyl mg/kg 50 n. d.
Benzyl phthalate) (CAS No.: 85-68-7)
MAR—_FEE—TH#& / DBP (Dibutyl mg/kg 50 n.d.
phthalate) (CAS No. : 84-74-2) L .
WR=FE= (-LECRE /DUP | mg/kg |0 1EC 628218 C20IT) > xRfa Rtk g nd
(Di- (2-ethylhexyl) phthalate) (CAS /8 sEEMmR. / With reference to IEC
No. : 117-81-7) 62321-8 (2017). Analysis was
— performed by GC/MS.
A _FEE—_ZT#& / DIBP (Di-isobutyl me/kg 50 n.d.
phthalate) (CAS No. : 84-69-5)
BRR—FEg = E 38 / DNOP (Di-n- mg/kg 50 n. d.

octyl phthalate) (CAS No.: 117-84-0)
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WA B 7 A % PERR | R
(Test Items) (Unit) (Method) QL) o1

BEA v EE — 2 XK / DIDP (Di- mg/kg 50 n. d.
isodecyl phthalate) (CAS No.: 26761- £#TEC 62321-8 (2017) » L4488 744
40-0; 68515-49-1) /B s AE AR, / With reference to IEC
MA-_Fas -8R T8 / DINP (Di- mg/kg [62321-8 (2017). Analysis was 50 n.d.
isononyl phthalate) (CAS No.: 28553- performed by GC/MS.
12-0; 68515-48-0)
% AR R4F / Sum of PBBs ng/kg - n. d.
— i85t 2K / Monobromobiphenyl mg/kg 5 n. d.
— At 3K / Dibromobiphenyl ng/kg 5 n. d.
ZRH 3 / Tribromobiphenyl mg/kg 5 n. d.
iR HE R / Tetrabromobiphenyl mg/kg 5 n. d.
B iRH ¥ / Pentabromobiphenyl mg/kg 5 n. d.
NiRBE R / Hexabromobiphenyl mg/kg 5 n. d.
B8R / Heptabromobiphenyl ng/kg 5 n. d.
NiBH R / Octabromobiphenyl mg/kg 5 n. d.
AR 8t %/ Nonabromobiphenyl mg/kg | £#1EC 62321-6 (2015) » sARA08 47/ 5 n.d.
+ %8 3 / Decabromobiphenyl mg/kg | & #HMon. / With reference to IEC 5 n. d.
% anh Xek4gfe / Sum of PBDEs mg/kg [62321-6 (2015) and performed by - n. d.
— %8 &% / Monobromodiphenyl ether ng/kg  JGC/MS. 5 nd
Z %% Xk / Dibromodiphenyl ether mg/kg 5 n. d.
Zi&WiKax / Tribromodiphenyl ether mng/kg b n.d.
v R A K&k / Tetrabromodiphenyl ether mg/kg 5 n. d.
A% R &k / Pentabromodiphenyl ether mg/kg 5 n. d.
IR KBt / Hexabromodiphenyl ether mg/kg 5 n. d.
iR H X8 / Heptabromodiphenyl ether mg/kg 5 n. d.
N5 T 3k / Octabromodiphenyl ether mg/kg 5 n. d.
BB K&k / Nonabromodiphenyl ether ng/kg 5 n.d.
+ %84 k8¢ / Decabromodiphenyl ether mg/kg 5 n. d.
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#3x(Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. n.d. = Not Detected (ki)

3. MDL

4, "-" = Not Regulated (& BA%1E)

n

Method Detection Limit (7 s:4R:mI4RR{E)

il

f 3¢ %, Attention is
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This document is issued by the Company subject to its General Conditions of Service printed overleaf, availabl
and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at himp
findings at the time of its intervention only and within the fimits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
25, Wu Chyuan 7th Road, New Taipel Industrial Park, Wu Ku District, New Taipei City, Taiwan /27105 R Bt e S B m A0k 2508
1

SGS Taiwan Lid. & B0 #H 3o A a8 ; 11886, (02)2299 3939 4886 (022299 3237 _ WWW.SGS 1w
]

Member of the SGS Group



Rl
Test Report
3BT KA A IR F]
NAN YA PLASTICS CORP.

ERBRRT B E s —&2015%
201, SEC. 2, BEI KANG RD., TAI-BAU CITY, CHIA-YI HSIEN, TAIWAN, R. 0. C.

sx45(No. ) : CE/2018/13390 B A4 (Date) : 2018/01/22 A #(Page): b of 8

O

¥4 8 % H [ Analytical flow chart of Heavy Metal

ARYE AT 69 A2 B ZARE 0 RR LRI o (BBRBAY MR )
These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded)

B RAE ¢ X3/ Technician : JR Wang
B R A A FRECSE / Supervisor: Troy Chang

| 4% ##H8 / Cutting ~ Preparation '

v

l )34k o & & / Sample Measurement l

4% Pb/gg Cdik Hg AR Cr(VI)
: ¥
FA BB H AR T AR AT ER VS AR y
Acid digestion with microwave / hotpiate I #F4/§ / Non-metal i I #/4 / Metal l
v ABS/PC/PVC | Ab#H/Others v
‘ @4 / Filtration | ¥ ¥ # 7k 53¢/ Boiling
water extraction
I Tty 4 150~160°C F 7
v v Dissolving by # 4t / Digesting
" - . ) ultrasonication at 150~160°C BEpn Bl
L 7% / Solution ’ I 7% 7% / Residue ’ + + Cool. filter
v - digestate through
—— £60CHEHTA BARRE filter
1) akssakk / Alkali fusion CEREAE Separating to get
2) #E&s s [ HClto dissolve Digesting at 60°C aqueous phase +
by ultrasonication
FundE EBBRE /
J [ Add diphenyl-
A4 4 + carbazide for color
1 AF K G Sl 2 g ¥ development
| ammewmmrmscunicraEs | [ oo | .

+ ) UV-VIS » &34k
oA &5 88 & / Add diphenyl- B 540 nm
carbazide for color development o % M B | Measure

+ the absorbance at

540 nm by UV-VIS

B UV-VIS » & 34k & ix ik 4 540 nm
t9& M & / Measure the absorbance
at 540 nm by UV-VIS

Conditions.aspx

3.
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BAB RIS B KRS VAW | Analytical flow chart - PBB/PBDE

B XA B ase% / Technician: Yaling Tu
B R A F A FRELE [ Supervisor: Troy Chang
MR PR A  First testing process ey

EIBM ERARAZF / Optional screen process mumwas st
#®A& A | Confirmation process = « = .

‘ Sample / 45 |
v
I Sample pretreatment / # &aT £ l

R EOR WK W OR N HE NN N NN RN NN ENMMNWEEE NN WRE
-
L]

Screen analysis / s & 4%
IIIIIIIIIIIlllIllIlIIIIIIIIIIIIIIIIIIIIIII:

v

Sample extraction # & %5/
Soxhlet method % X, 3 Bk

hd
Concentrate/Dilute Extracted solution
HERBIR G IR
v
| Filter / % S zig 8 |
1
v

[ GCIMS / fta /i H Ak, |
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OO 0

7T ik / Analytical flow chart - Phthalate

N AR AR &4 / Technician: Andy Hsu
W A A F A TREE [ Supervisor : Troy Chang

[RI8# % /Test method: IEC 62321-8]

AT R A ok |
Sample pretreatment/separation

!

Heodh X THF w9 8wk o i AR 3L B /
Sample dissolved/extracted by THF

!

ERRHIE /|
Dilute Extracted solution

RAVEA G HRm oW |
Analysis was performed by GC/MS
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L 00 A

¥ RA PR ABERT 0 ARTS T ERR AR/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

CE/2018/13390

¥k &R (End of Report) %k

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at hiip:/vww sus.corm/er/T erns-and-Conditions . aspx
and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at bt S8 LOMs ﬁh . Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein, Any holder of this document is advised that information coniained he e Company's
findings at the time of its intervention only and within the limits of client's instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this docurnent is unlawful and offenders may be prosecuted to the fullast extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

25, Wu Chyuan 7th Road, New Taioei Industrial Park, Wu Ku District, New Taipe City, Taiwan /UL il B 2 S MG T L e 258

1

.

SGS Taiwan Lid. & BB 04 T4 8 | 17880 (0012900 5030 | £ bae (0o el WYV, SGS b

Member of the SGS Group



